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ABSTRACT 

The compatibility of potential niobium and tantalum tubing alloys with 
boiling potassium was investigated in the range of temperature representa- 
tive of the upper operational temperatures of a turboelectric space power 
system. Two types of compatibility test were employed: (1) reflux cap- 
sule tests for materials screening, and (2) a forced convection two-phase 
loop test in which power-system flow rate and temperature gradient service 
conditions were simulated. 

In the reflux capsule tests, eight alloys were studied: B-33 (Nb-4V, 
nominal. alloy composition in weight percent); SCb-291 (Nb-10 Ta-1OW): 
Nb-1Zr;  D-43 (Nb-1OW-1Zr-0.K); FS-85 (Nb-28Ta-1OW-1Zr) ; Ta-1OW; T-111 
(Ta-8W-ZHf); and T-222 (Ta-9.6W-2.5Hf-0. OlC). Many of the alloys were 
tested in both the as-worked and recrystallized conditions. 
oxygen content of the alloys was less than 150 ppm and that of the potas- 
sium less than 20 ppm. 
18000 to 24000 F for times up to 10,000 hours in vacuums of 10-7 to 10-8 
torr. In general, the gettered alloys (i.e., those containing the reactive 
elements Zr or H f )  were resistant to corrosive attack, while the ungettered 
alloys all exhibited significant corrosion. Since the presence of oxygen 
is known to increase alkali metal corrosion (probably via the formation of 
a soluble alkali-metal - container-metal - oxygen complex), the observed 
corrosion resistance of the gettered alloys can be attributed to a reaction 
Of the getter element with available oxygen to form a stable oxide and 
thereby prevent oxygen from entering into the corrosion reaction. 
stress corrosion effects were observed in tests on D-43 and B-33 alloy 
reflux capsules specially stressed to produce 15% and 45% creep strain, 
respectively, in sections of the capsule wall. 

The initial 

Tests were conducted over the temperature range of 
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In the force6 convection two-phase loop test, the material of con- 
struction was Nb-1Zr alloy. me loop was run in a vacuum of 2x10-8 t o r r  
for 5000 hours under the following operating conditions: potassium flow 
rateb 0.1 gal/min; saturation temperature, 1850' F; superheat temperature, 
2000 F; condensing temperature, 14250 F; and subcool temperature, 800° F. 
No measurable potassium corrosion was observed in any portion of the loop. 
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by L. Rosenblum, C. M. Scheuermann, and T. A. Moss 

LEWIS RESEARCH CENTER 
NATIONAL AERONAUTICS AND SPACE ADMINISTRATION 
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INTRODUCTION 

Interplanetary space t r a v e l  and longtime o r b i t a l  and lunar-based 
manned space s t a t i o n s  w i l l  require  large quant i t ies  of e l e c t r i c i t y  f o r  
propulsion, communications, and l i f e  support equipment. Advanced nuclear 
tu rboe lec t r ic  generator systems i n  the megawatt range w i l l  be needed t o  
provide t h e  e l e c t r i c a l  power f o r  these operations. 
require  containment materials having adequate creep and corrosion r e s i s t -  
ance under t h e  conditions of space operation a t  temperatures i n  the  range 
of 1800' t o  2400' F and f o r  times i n  excess of 10 000 hours. A t  present, 
potassium is  a favored choice f o r  the  system working f l u i d ,  and niobium 
and tantalum a l loys  are candidates f o r  t h e  containment material .  

Such systems w i l l  

A s  p a r t  of t h e  NASA technology program for advanced space power 
systems, s tud ies  have been i n i t i a t e d  a t  t h e  NASA Lewis Research Center, 
Cleveland, Ohio (LeRC) and at t h e  General E l e c t r i c  Laboratory, Cincinnati ,  
Ohio (GE) t o  determine t h e  compatibility of p o t e n t i a l  tubing a l loys  with 
potassium. Two types of compatibil i ty tests have been employed: (1) a 
ref lux  capsule t e s t  f o r  mater ia l  screening (LeRC and G e )  and ( 2 )  a forced 
convection two-phase loop tes t  i n  which power system f l u i d  flow and tem- 
perature  conditions a r e  simulated (GE).  

Presented herein a r e  i n i t i a l  f indings of these  t e s t s .  R e f l u x  capsule 
t e s t  r e s u l t s  a r e  given f o r  8 niobium- and tantalum-base tubing alloys.  
The a l l o y s  were of both the ge t te red  ( i . e . ,  containing hafnium or z i r -  
conium) and nongettered v a r i e t i e s  : B-33  (Nb-4V, nominal a l l o y  composition 
i n  weight percent);  SCb-291 (Nb-1OTa-1OW); Nb-1Zr; D-43 (Nb-1OW-1Zr-O.1C); 
FS-85 (Nb-28Ta-lOW-lZr); Ta-1OW; T-111 (Ta-8W-2Hf); and T-222 
(Ta-9.6W-2.5Hf-O.OiC). 
worked and recrys ta l l ized  conditions. 
Pera ture  range of 1800' t o  2400' F f o r  times up t o  10 000 hours. 

Many of the  alloys were t e s t e d  i n  both t h e  as- 

Data 
Tests were conducted over t h e  tem- 



from r e f l u x  capsule t e s t s  t o  determine t h e  possible  e f f e c t  of stress on 
corrosion a r e  a l s o  presented. I n  these tests, t h r e e  niobium-base al loys,  
B-33, D-43, and FS-85 were t e s t e d  a t  2200° F up t o  1000 hours a t  an i n i t i a l  
stress of about 4000 psi .  Lastly,  r e s u l t s  are presented of a t e s t  run of a 
forced convection boi l ing potassium loop. The loop, constructed of Nb-1Zr 
a l loy ,  was operated a t  1850' F saturat ion temperature f o r  5000 hours. 

Rl3FLUX CAPSULE TESTS 

The corrosion res i s tance  of the  poten t ia l  space-power-system tubing 
a l loys  t o  potassium w a s  determined by means of r e f l u x  capsules, t h e  cap- 
s u l e  w a l l  serving as the  t e s t  specimen. I n  these  t e s t s ,  potassium is  
vaporized from a pool at  t h e  bottom of t h e  capsule, rises, and is  condensed 
near t h e  t o p  of the  capsule. 
j o i n  t h e  bulk l i q u i d ,  completing the  c i r c u i t .  

Condensate flows down t h e  capsule w a l l  t o  

1. PROCEDURE 

The potassium used w a s  pur i f ied  by t h e  hot -ge t te r  method [11 t o  an 
oxygen l e v e l  of l e s s  than 20 ppm. The al loys,  t h e i r  composition, and 
t h e i r  condition are given i n  t a b l e  I. 
B-33, SCb-291, and Ta-lOW, were spec i f ica l ly  analysed f o r  t h e  presence of 
getter-element c o n t a i n a n t s ,  namely, l a ,  Zr, and H f .  Heats 1, 2, and 3 of 
t h e  B-33 a l loy  were found t o  contain small amounts of Zr. 

The s o  ca l led  nongettered al loys,  

Capsules of two sizes were used: a s m a l l  capsule, 1/2-inch outside 
3 
4 diameter by 1--inch by 0.040-inch w a l l  (LeRC), and a la rge  capsule, 1-inch 

outs ide diameter by 11-inch by 0.080-inch w a l l  (GE).  
s i z e  was somewhat a r b i t r a r y ,  re f lec t ing  mainly t h e  t e s t  preferences and 
techniques employed by each laboratory. The small capsules were machined 
from rod stock, while t h e  l a r g e  capsules were fabr ica ted  by roll forming 
and tungsten-inert-gas welding of 0.080-inch sheet.  

The choice of capsule 

To preclude a i r  contamination of the  capsules and t h e i r  contents, 
capsule loading and seal ing were performed i n  s p e c i a l  vacuum f a c i l i t i e s ,  at  
pressures of about A volume of potassium equal t o  about 1/3 t h e  
i n t e r n a l  volume of t h e  capsule was introduced i n t o  each capsule. 
was placed over the  top  of t h e  capsule and electron beam welded t o  t h e  
capsule. This procedure i s  described i n  d e t a i l  i n  t h e  LeRC motion p i c t u r e  
(C-241, avai lable  on request)  e n t i t l e d  Vacuum Handling of Air Sensi t ive 
Space - Pow er - Sy s t  em Materials . 

t o r r .  
A cap 

I n  t h e  small capsule t e s t s ,  i n  order t h a t  weld material might be 
exposed t o  the condensing vapor as well as t h e  boi l ing  potassium l i q u i d  
pool, Some capsules were posit ioned with t h e  cap weld a t  t h e  t o p  and others  
inverted.  

Testing was conducted i n  high-vacuum chambers a t  pressures i n  t h e  
range of 10-8 t o r r .  
heater .  
equipment t o  maintain a s e t  temperature. Capsule temperatures, measured 
with platinum - platinum-l3$rhodium thermocouples, were continuously 
recorded throughout the  t es t  duration. Estimates of t h e  condensation r a t e  
and condensate f i l m  veloci ty  within the l a r g e  capsules are 1 lb/h and 

Heat was supplied t o  each capsule by a tantalum 
E l e c t r i c  power t o  the  heaters  was regulated by automatic control  
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0.09 f t / s ec ,  respect ively.  

I - -  

A t  t h e  conclusion of  a t e s t  t h e  capsules were opened and the  potas- 
sium removed. X-ray, chemical, and metallographic analyses were made on 
se lec ted  capsule sect ions.  

2. EESULTS 

T e s t  r e s u l t s  a r e  summarized i n  Table 11. Several general  corrosion 
or corrosion-related results can be noted: 

1. The a l loys  containing t h e  ge t te r ing  elements, zirconium or hafnium, 
were found t o  be markedly more r e s i s t a n t  t o  corrosive a t t a c k  than t h e  non- 
ge t t e red  al loys.  A t y p i c a l  comparison of corrosion r e s u l t s  between g e t t e r  
t e r e d  and nongettered a l loys  can be seen i n  Figures 1 and 2 f o r  niobium- 
and tantalum-base a l loys ,  respectively.  

2. Corrosion a t tack ,  when it occurred, was mainly intergranular .  
However, i n  t h e  case of B-33, hea ts  1 and 2, and SCb-291 s ign i f i can t  solu-  
t i o n  a t t ack  a l so  was observed. 
more extreme conditions of temperature and t i m e ,  a s m a l l  amount of leaching 
or al loying elements from t h e  condensate zone was manifest as a black film 
deposi t  i n  t h e  region below t h e  condensate zone ( e .g . ,  FS-85 capsule, 
Fig. 1). 

I n  t h e  case of t h e  a l loys  t e s t e d  at t h e  

3. Grain growth w a s  more pronounced i n  t h e  top  sec t ions  of t h e  cap- 
su l e s  than i n  the  bottom, even though t h e  capsule temperature was lower a t  
t h e  top  than at t h e  bottom. 

4. The ge t te red  a l loys  generally showed less second-phase p rec ip i t a -  
t i o n  i n  the  capsule t o p  sec t ion  than i n  t h e  bottom and a p r e c i p i t a t e  de- 
f i c i e n t  zone along t h e  inner  edge of the  t o p  sect ions.  

STRESS CORROSION TESTS 

1. PROCEDURF: 

For purpose of stress corrosion t e s t i n g  t h e  standard reflux capsule 

In t e rna l  pressure i n  t h e  capsule r e su l t i ng  from t h e  
w a s  a l t e r e d  by machining down t h e  w a l l  thickness j u s t  above t h e  midregion, 
as shown i n  Fig. 3. 
vapor pressure of t h e  capsule imposed an i n i t i a l  hoop stress of about 
4000 p s i  on t h e  thin-wal l  sect ion,  causing it t o  creep ( see  Fig. 3). Three 
niobium-base a l loys ,  B-33, D-43, and FS-85, were t e s t e d  f o r  stress corro- 
s ion  a t  2200' F f o r  up t o  1000 hours. 
reference,  a standard capsule of t h e  same mater ia l  was t e s t e d  a t  t h e  same 
temperature and t i m e  as t h e  stress corrosion capsule. 

I n  each s t r e s s  corrosion tes t ,  as a 

2. RESULTS 

A summary of t h e  tes t  r e s u l t s  i s  included i n  Table 11. In  general ,  
no stress corrosion e f f e c t s  were found over t h e  range of conditions tes ted .  

B-33 (heat 1) 

The nature and extent  of corrosion a t t a c k  i n  t h e  s t r e s s  corrosion 
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capsule t e s t  a t  2200' F f o r  1000 hours and 2300° F f o r  380 hours were t h e  
same as i n  t h e  standard capsule. 
by creep rupture  a t  a creep s t r a i n  of 45%. 

The 2300' F thin-walled capsule f a i l e d  

D- 43 - 
No e f f e c t  of  s t r e s s  o r  corrosion was observed at  2200° F or at 2300' F 

(Fig. 3) f o r  1000-hour tests. 
underwent creep s t r a i n s  of 3.5% and 37$, respec t ive ly .  

The 2200° F and 2300O F thin-wal l  capsules 

FS-85 

No s t r e s s  corrosion e f f e c t s  were seen i n  t h e  capsule t e s t  at  2300' F 
f o r  1000 hours and a creep s t r a i n  of 2 .7% 

mTMPED LOOP TEST 

The i n i t i a l  screening of  po ten t ia l  space-power-system materials i s  
r ead i ly  accomplished i n  capsule t e s t s ,  as previously described. The f i n a l  
mater ia l s  se lec t ion ,  however, must be made on t h e  bas i s  of proof t e s t s  
which simulate c losely t h e  temperature and flow conditions of an ac tua l  
power system. Described below i s  t h e  first of t h e  forced convection two- 
phase corrosion t e s t s  i n  t h e  NASA's advanced space-power-system technology 
program. 

The prototype tes t  system was fabr ica ted  from Nb-1Zr a l loy  ( the  only 
re f rac tory  metal a l loy  ava i lab le  as tubing at  t h e  start of t he  t es t  pro- 
gram i n  1963).  
33 ppm C; 260 ppm 0; 47 ppm N; 1 ppm H; balance, Nb. 

The composition of the  a l loy  w a s  as follows: 0 .87  Zr; 

The corrosion tes t  system bas ica l ly  consis ted of two l i q u i d  metal 
loops, a sodium hea ter  loop and a potassium boi l ing  and condensing loop, 
mounted i n  a vacuum chamber. 
t a ined  i n  the  chamber during t h e  tes t  durat ion of 5000 hours. 

A vacuum of 2X10-8 t o r r  or b e t t e r  was main- 

I n  t h e  hea ter  loop, sodium, c i rcu la ted  by an electromagnetic pump, w a s  
heated by an e l e c t r i c  res i s tance  heater. From t h e  hea ter ,  t he  sodium 
flowed i n t o  a tube-in-tube counterflow b o i l e r  where heat  from t h e  sodium 
was t r ans fe r r ed  t o  t h e  potassium. The sodium loop operated at  a m a x i m u m  
temperature of 2130' F, a minimum temperature of 1990° F, and a flow rate 
of 910 lb/h. 

I n  t h e  second loop, potassium, discharged from an electromagnetic 
pump, w a s  preheated by an e l e c t r i c  res i s tance  hea ter  before enter ing t h e  
bo i l e r .  
vapor. 
heat  ex t rac t ion  sec t ion)  and on i n t o  the  condenser. 
re turned through the  subcooler t o  the  pump. 
as follows: s a tu ra t ion  temperature, 1850° F; superheat temperature, 
2000' F; condensing temperature, 1425O F; flow r a t e ,  31 lb/h,  and l i q u i d  
ve loc i ty  i n  the  bo i l e r ,  0.8 f t / s e c  

I n  t h e  b o i l e r ,  t he  potassium converted from l i q u i d  t o  superheated 
The vapor passed through t h e  turb ine  simulator ( the  pressure drop, 

The operating conditions were 
Condensed vapor then 

Figure 4 shows a view of t he  tube-in- tube b o i l e r  and photomicrograph 
of a t y p i c a l  sec t ion  of the  tube w a l l  following the  5000-hour test. No 
corrosion or erosion a t t a c k  was found i n  any port ion of t he  potassium loop. 
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On the  sodium s i d e  of the  b o i l e r  a s m a l l  amount of mass t r a n s f e r  de- 
p o s i t  was found on the  outside diameter of the  inner  tube. 
i n  t h e  r e l a t i v e l y  shor t  sect ion where the g r e a t e s t  temperature drop i n  t h e  
sodium is estimated t o  have occurred. 
marily of zirconium. There were no other manifestations of corrosion i n  
the  sodium loop. 

The deposit  was 

The 1/2-mil deposit  consisted p r i -  

DISCUSSION 

1. EFFECT OF OXYGEN ON CORROSION 

The prominent r o l e  of oxygen i n  the d isso lu t ion  mass-transfer reac- 
t i o n s  of a l k a l i  metals has been established by previous invest igat ions.  It 
has been found (1) t h a t  oxygen enhances t h e  corrosion of various mater ia ls  
by N a  and L i  [2  t o  51 and ( 2 )  t h a t  the presence of oxygen increases the 
measured s o l u b i l i t y  of elements such as Fe, Mo, Ta, and Nb i n  L i ,  Na, and 
K 16 t o  81. In  t h e  corrosion tests reported here, a similar ''oxygen 
effect"  is  believed t o  account f o r  the  s a l i e n t  t es t  r e s u l t ,  namely, t h e  
ge t te red  a l loys  were markedly more r e s i s t a n t  t o  corrosion by potassium than 
were t h e  nongettered al loys.  The effect iveness  of t h e  ge t te red  a l loys  i n  
reducing corrosion appears t o  stem f rom t h e  effect iveness  of t h e  g e t t e r  
element i n  scavenging and immobilizing oxygen through t h e  formation of a 
s t a b l e  oxide, i. e. ,  ZrO2 o r  Hf02.  

It has been suggested that  t h e  mechanism of oxygen-enhanced mass 
t r a n s f e r  involves a container-metal - alkal i -metal  complex oxide as a 
react ion intermediate [2,51. Evidence f o r  t h e  existence of complex oxides 
has been obtained by Horsley i n  t h e  Fe-Na-0 system [21 and by Tyzack i n  
t h e  Nb-Na-0 system [31. 
reported herein are t h e  results of a recent study at  LeRC [91 i n  which 
tantalum, containing 1200 t o  2400 ppm oxygen, was exposed t o  potassium a t  
1800' F for 100 hours 
oxygen depletion; t h e  corrosion product i s o l a t e d  from the  potassium w a s  a 
white s o l i d  characterized as 3K20. Ta2O5. These r e s u l t s  support t h e  con- 
ten t ion  t h a t ,  when oxygen is available,  potassium corrosion a t t a c k  occurs 
v i a  the  formation and subsequent dissolut ion of a T a  (o r  Nb) complex oxide. 

Per t inent  t o  the  potassium corrosion t e s t s  

I n  a l l  cases the Ta suffered corrosion and complete 

I n  potassium corrosion t e s t s  reported herein,  ava i lab le  oxygen poten- 
t i a l l y  can be found e i t h e r  i n  the  potassium, as K20 or i n  t h e  refractory 
al loy,  as re f rac tory  metal oxide or as i n t e r s t i t i a l  oxygen Potassium 
oxide is  not considered a prime source of oxygen, s ince t h e  amount of 
oxygen present as K20 accounts f o r  3$ o r  less of the  t o t a l  ava i lab le  
oxygen. The same can be s a i d  f o r  the re f rac tory  metal oxides, s ince 
oxides are not l i k e l y  t o  form when the oxygen concentration of t h e  a l l o y  
i s  below t h e  s o l u b i l i t y  l i m i t .  Thus, i n t e r s t i t i a l  ( i . e . ,  dissolved) 
oxygen is  t h e  most probable source of ava i lab le  oxygen. 

The locat ion and d i s t r i b u t i o n  of dissolved oxygen w i l l  depend la rge ly  
on regional  differences i n  s o l u b i l i t y  and diffusion rates which i n  turn  
depend on t h e  temperature and the al loy composition and s t ruc ture .  
oxygen i s  more or less uniformly d is t r ibu ted  throughout a n  a l loy ,  uniform 
so lu t ion  a t t a c k  (such as exhibited by t h e  B-33 a l loys ,  heats  1 and 2 )  
would b e  expected. Alternately,  oxygen may concentrate i n  c e r t a i n  pre- 
f e r r e d  regions such as grain boundaries [lo], s p e c i f i c  c r y s t a l  planes [ll], 
o r  l i n e s  of dis locat ions [121. Corrosion a t tack ,  then, would be expected 

When 
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t o  follow these  oxygen enriched paths. 
been observed i n  t e s t s  of T a  i n  K [93 and Ta and Nb i n  L i  [41, corrosion of 
t h e  preferred path type when observed i n  t h e  tests reported herein w a s  
exclusively intergranular.  

Although t ransgranular  a t t a c k  has 

The r e s u l t s  f o r  t h e  two nongettered a l loys  t e s t e d  indicated t h a t  t h e  
s e n s i t i v i t y  t o  intergranular  a t tack,  considering time, temperature, and 
i n i t i a l  oxygen content, i s  Ta-1OW > SCb-291. 
study cannot be considered as nongettered, s ince they contained Z r  as a 
f o r t u i t o u s  impurity. ) 
al loy,  Ta-lOW, and the  Nb al loy,  SCb-291, i n  potassium was t h e  same as t h a t  
found f o r  Ta and Nb i n  L i  [ & I .  
d i f ference i n  s e n s i t i v i t i e s .  

(The B-33 a l loys  used i n  t h i s  

The order of penetration s e n s i t i v i t y  of t h e  Ta 

No explanation can be offered f o r  t h e  

2. GETTER-RELATED CORROSION THRESHOLD 

A s  discussed previously, t h e  corrosion res i s tance  of t h e  ge t te red  
Nb- and Ta-base a l loys  appears t o  r e s u l t  from t h e  a b i l i t y  of t h e  g e t t e r  
element t o  scavenge oxygen. 
s ion  threshold should exis t  which may be defined i n  terms of t h e  minimum 
amount of g e t t e r  required t o  immobilize t h e  oxygen. An estimate of t h e  
minimum amount of g e t t e r  required t o  prevent corrosion must necessar i ly  
take  i n t o  account i n t e r s t i t i a l s  such as N and C as well as 0. The 
reason f o r  t h i s  is  t h e  N and C,  conceivably, may a l s o  r e a c t  with t h e  
g e t t e r  and thereby compete with 0 f o r  ava i lab le  g e t t e r .  (Reaction, as 
described here, may e n t a i l  weak association or "clustering" as w e l l  as 
compound formation between g e t t e r  and i n t e r s t i t i a l s .  ) Evidence supporting 
t h e  p o s s i b i l i t y  of competitive reactions of oxygen and other i n t e r s t i t i a l s  
with t h e  g e t t e r  element can be found i n  t h e  r e s u l t s  of two per t inent  
s tudies .  F i r s t ,  i n t e r n a l  f r i c t i o n  measurements of a Nb-0.9 Zr a l l o y ,  con- 
t a i n i n g  0.015% N and W.075 0, have indicated t h a t  a l l  of t h e  and p a r t  
of t h e  N are associated with t h e  Z r  [131. Second, i n  a study of t h e  
Nb-Zr-C system, containing <0.015%0, one of t h e  four  phases found i n  t h e  
Nb corner of t h e  system was ten ta t ive ly  i d e n t i f i e d  as Z r z ( 0 C )  [141. Thus, 
on t h e  b a s i s  of the  foregoing discussion, t h e  amount of g e t t e r  required t o  
prevent corrosion should depend (1) on t h e  extent  t o  which t h e  g e t t e r  is 
par t i t ioned  between oxygen and other  in te rs t i t i a l s  and ( 2 )  on t h e  amount 
of i n t e r s t i t i a l s  present. 

If t h i s  is t h e  case, a g e t t e r - r e l a t e d  corro- 

0 

The premise of a g e t t e r - r e l a t e d  corrosion threshold can be examined 
by considering the  t h r e e  heats  of B-33 a l loys  Each heat,  because of a 
f o r t u i t o u s  presence of Zr as an impurity, contained a small amount of Zr 
(viz .  , 0.02$, 0.055, and 0.19% f o r  heats 1, 2, and 3, respect ively) .  
each hea t  showed a d i f f e r e n t  corrosion response; t h e  order of corrosion 
a t t a c k  w a s  heat  1 > heat 2, and no a t tack  was found f o r  heat  3. 
vious d a t a  show t h a t  there  is  a qual i ta t ive  r e l a t i o n  between Z r  content and 
corrosion. However, t o  convincingly ver i fy  the  premise of a g e t t e r - r e l a t e d  
corrosion threshold,  a quant i ta t ive  r e l a t i o n  i s  needed This r e l a t i o n  may 
be achieved by comparing the  corrosion r e s u l t s  with t h e  a c t u a l  Zr content 
of t h e  a l l o y  Z r A  and with t h e  amount of Zr t h e o r e t i c a l l y  required t o  pre- 
vent corrosion Zrth. For each heat,  Zrth can be calculated from t h e  i n t e r -  
s t i t ia l  composition given i n  Table I together  with an estimate of t h e  
p a r t i t i o n  functions f o r  the  Z r - ( O , N , C )  reactions.  (The i n t e r s t i t i a l  H is  
neglected here because of the  i n s t a b i l i t y  of per t inent  hydrides at  t h e  t e s t  
temperatures.)  

Also, 

The pre- 

Since no quant i ta t ive information i s  ava i lab le  f o r  the  
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p a r t i t i o n  functions,  two l imi t ing  cases w i l l  be considered. I n  case 1, it 
w i l l  be assumed t h a t  a l l  the  0, N, and C r eac t  t o  form ZrO2,  ZrN, and Z r C ,  
respect ively;  i n  case 2, it w i l l  be assumed t h a t  only t h e  oxygen r eac t s  
and forms Zr02. The t r u e  value of Zrth is  expected t o  be between t h e  high 
value of Zrth, case 1, and t h e  low value of Zrth, case 2. 

A comparison of corrosion and Z r  content f o r  t h e  th ree  hea ts  of B-33 
a l loy  i s  given i n  table 111. Shown are  t h e  t e s t  time, t h e  corrosive 
a t tack ,  ZrA, and t h e  values calculated f o r  Zrth, cases 1 and 2. These 
r e s u l t s  general ly  subs t an t i a t e  t h e  premise of a ge t t e r - r e l a t ed  corrosion 
threshold.  When ZrA > Zrth t h e r e  i s  corrosion a t t a c k  which tends t o  i n -  
crease as t h e  d i f fe rence  between Z r A  and Zrth increases.  

3. CORROSION EX ELEMEXTAL DISSOLUTION 

If t h e  amount of g e t t e r  avai lable  i s  g rea t e r  than t h e  amount of g e t t e r  
required t o  prevent corrosion, d i sso lu t ion  mass t r a n s f e r  cannot occur 
through t h e  formation and d isso lu t ion  of a container-metal complex oxide. 
Instead, t h e  path of mass transfer a t t ack  w i l l  be r e s t r i c t e d  t o  d i r e c t  
d i sso lu t ion  of container m e t a l  i n  K. 
t h a t  t h e  d isso lu t ion  po ten t i a l  of t h e  container  metal is very much lower 
than t h a t  of t h e  container-metal complex oxide. 
temperature of 2400' F, no gross d isso lu t ions  was observed. 

The capsule t e s t  r e s u l t s  suggest 

Even a t  t h e  upper t es t  

The only ind ica t ions  of d i sso lu t ion  a t t ack  i n  t h e  g e t t e r  a l loys  were 
(1) t h e  <l-mil-grain boundary penetrat ions i n  t h e  2400° F tests of he 
FS-85 and T-111 a l loys  and ( 2 )  t h e  black f i l m  found on t h e  inne r  sur face  
at  t h e  middle t h i r d  region of t h e  capsules t e s t e d  a t  t h e  more extreme time 
and temperature conditions. In  t h e  former instance,  t h e  penetrat ions m a y  
possibly r e f l e c t  g ra in  boundary grooving a r i s i n g  from surface energy d i f -  
ferences between gra in  and gra in  boundary at  t h i s  temperature. 
l a t te r  instance,  t h e  black f i l m  presumably results from deposit ion of 
mater ia l  leached out of t he  condensation region. 
T-222 capsules was i d e n t i f i e d  as KzTa4011 plus  t r a c e s  of WOg. I n  t h e  
10 000-hour N b - 1 Z r  capsule, t h e  black deposi ts  were i d e n t i f i e d  as predomi- 
nant ly  Z r .  
capsules. 
i n d i r e c t  ind ica t ions  of Zr ( o r  Hf) leaching were noted (v i z . ,  less second- 
phase p rec ip i t a t ion  and accelerat ion of g ra in  growth at  t h e  potassium- 
re f rac tory  a l loy  in t e r f ace  of t h e  condensing region) .  

In  t h e  

The black f i l m  i n  t h e  

Analyses were not made of t h e  f i l m s  found i n  t h e  remaining 
However, i n  a l l  of t h e  capsules i n  which films were found, 

4. EFFECT OF STRUCTiTRE ON CORROSION 

Alloy s t r u c t u r e  (i. e. , worked or  r ec rys t a l l i zed )  d id  not not iceably 
inf luence t h e  ge t te red-a l loy  tes t  r e su l t s .  Structure ,  however, d id  
markedly a f f e c t  t h e  extent  of a t t ack  on t h e  ungettered Ta-1OW al loy.  
worked s t r u c t u r e  of t h e  Ta-lOW, heat  1, t e s t e d  at  18000 and 22000 F showed 
no a t t ack ,  while i n  t h e  same capsules t h e  r ec rys t a l l i zed  weld zone ex- 
h i b i t e d  extensive in te rgranular  penetration. 
hea t  2, t e s t e d  a t  1800° and 2200° F exhibited in te rgranular  a t t ack  through- 
out  t h e  e n t i r e  capsule. 

The 

The r e c r y s t a l l i z e d  Ta-lOW, 

When t h e  mode of corrosion a t t ack  i s  in te rgranular ,  it is l i k e l y  t h a t  
a worked s t ruc tu re  provides corrosion r e s i s t ance  from purely mechanical 
considerat ions.  Disruption of t h e  o r ig ina l  grain boundaries during t h e  
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process of cold working leads t o  a discontinuous network of gra in  bounda- 
r i e s  and hence a discontinuous network of po ten t i a l  corrosion paths. 

The protect ion offered by a worked s t r u c t u r e  i s  probably qui te  l imi ted  
i n  durat ion at temperatures of 2000' F and above, s ince  i n  t h i s  temperature 
range Nb- and Ta-base a l loys  r e c r y s t a l l i z e  i n  a r e l a t i v e l y  sho r t  t i m e .  
For t h e  Ta-1OW capsule, f a i l u r e  by grain boundary penetrat ion at  the  weld 
occurred s o  rapidly t h a t  t he re  w a s  not time f o r  r e c r y s t a l l i z a t i o n  of t h e  
worked structure. However, i n  t he  case of t h e  SCb-291 a l loy ,  corrosion 
a t t ack  was more moderate, and r ec rys t a l l i za t ion  had time t o  t ake  place. 
A s  expected, the  i n i t i a l l y  r ec rys t a l l i zed  weld zone was deeply penetrated,  
and the  subsequently r ec rys t a l l i zed  portions of t h e  capsule showed i n t e r -  
granular  penetrat ion t o  a l e s s e r  extent. 

CONCLUSIONS 

*The r e s u l t s  of t h e  capsule screening tests ind ica te  t h a t  t he  ge t t e red  
Nb- and Ta-base a l loys  have exce l len t  corrosion r e s i s t ance  t o  boi l ing  
potassium i n  the  range of temperature and time required i n  t h e  operation of 
an advanced space power system. The corrosion res i s tance  of t h e  ge t te red  
a l loys  i s  a t t r i b u t e d  t o  t h e  reac t ion  of t h e  g e t t e r  element with ava i l ab le  
oxygen t o  form a s t a b l e  oxide and thereby preclude t h e  formation and sub- 
sequent d i sso lu t ion  of a potassium - refractory-metal  - oxygen corrosion 
intermediate.  It was demonstrated t h a t  as long as t h e  amount of g e t t e r  
i s  g r e a t e r  than t h e  amount needed t o  t i e  up a l l  the  oxygen present,  no 
s i g n i f i c a n t  corrosion w i l l  occur. 

The negative f indings i n  tests f o r  t h e  possible  e f f e c t  of stress on 
corrosion are encouraging, inasmuch as thermally and mechanically induced 
stresses are inherent ly  present i n  power systems. None of t h e  t h r e e  Nb 
a l loys  t e s t ed ,  B-33, D - 4 3 ,  o r  FS-85, showed any stress corrosion e f f ec t s .  

The r e s u l t s  of the  Nb-1Zr loop t e s t  support t h e  general  f indings of 
t h e  capsule tests concerning t h e  corrosion r e s i s t ance  of ge t t e red  a l loys .  
This is  a l l  the  more s ign i f i can t  inasmuch as the  loop tes t  conditions were 
more severe than those imposed on capsule tests, namely, a much l a r g e r  
temperature gradient  and -10 times grea te r  l i q u i d  f low veloci ty .  Further ,  
it seems l i k e l y ,  given the  low elemental d i sso lu t ion  po ten t i a l  i n fe r r ed  
from t h e  ge t te red  a l loy  capsule r e su l t s ,  t h a t  t h e  e f f e c t  of temperature 
grad ien t  o r  f l o w  ve loc i ty  w i l l  not  be a major problem a t  temperatures 
below 2400' F. 

8 



1. 

I 

REFENNCES 

[11 Hinze, R. B . ,  'JSAEC Rep. NAS-SR-3638 (1959). 

[21 Horsley, G. W., Iron S t e e l  I n s t .  J. - 182 (1956) 

[31 Tyzack, C . ,  Advances i n  Materials, In t e rd i sc ip  

43. 

inary Sympos-um, Thirl 
and Fourth Session, I n s t i t u t e  of Chemical Engineers, London (1964) 
239. 

[41 D i  Stefano, J. F.. , Hoffman, E. E . ,  Corrosion of Reactor Materials, 
Symposium, In te rna t iona l  Atomic Energy Agency, Vienna, (1962) 431. 

[51 Evans, J. W. , Thorley, A.,  UKAEA Rep. IGR-TN/C-1019 (1958). 

[61 Swisher, J. H., NASA TN D-2734 (1965). 

[71 Baus, R. A., Bogard, A. D . ,  Grand, J. A , ,  Lockhart, L. B . ,  Jr., 
Miller ,  R. R., W i l l i a m s ,  D. D., Proc. 1st LJN I n t .  Conf. PUAE - 9 
(1955) 356. 

[81 Cleary, R. E., Blecheman, S. S. ,  Cor l i ss ,  J. E., USAEC Rep. TIM-850 
(1965). 

[91 Hickam, C. W., Jr., unpub. Data (1966). 

[lo] Inouye, H . ,  Columbium Metallurgy (Douglass, D. L . ,  Kunz, F. W . ,  eds. ), 
In te rsc ience  Publ., New York (1961) 649. 

1111 Kofstad, P., J. Less Common Metals - 7 (1964) 241. 

[121 Bakish, R., AIME Trans. - 212 (1958) 818. 

[131 Bunn, P. M.,  Cummings ,  D. G . ,  Leavenworth, H. W . ,  J. Appl. Phys. - 33 
(1962) 3009. 

[141 Cornie, J. A. ,  Delgrosso, E. J., Graager, R . ,  USAEC Rep. €WAC-461 
(1965). 



. 

x 

R 

0 

u 

x 
x 
0 

3 

aJ 

O c D d d I  I I I I I I I 
l a 3 r l N I  I I I I I I I 

1 1 1 1 1 1 I I  

1 1 1 1 1 1 1 1 1 1 r l d  
I I I I I I I I I I M M  
1 1 1 1 1 1 1 1 1 1  

L&&dh I I I I I I I 

1 1 1 1 1 1 1 1 1 1 & &  

N N N 



4,000 
4,000 
4,000 

1 
1 
1 
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Niinibfr 
c s p  SI11 e: 
tesLed 

c. 
1,000 2 I g ,  1 .5 ,  W 

Ig ,  6 ,  w ( i n v . )  

Ig ,  1 6 ,  L; S o l ,  C 

P 
P 

R,  D(Nb and W, ty X-r.ay Aiffreciiv;?) 

D-33 ( 1) 3500 L 2300 
Sol, 3 . 5 ,  c 

None 

B - 3 3 ( ? )  I i aoo  ppoo None 
Sol, 1, c 

B - 3 3 ( 3 )  I 1000 
2200 

None 
None 

None G 

None G, Z, D ( Z r ,  by E lec t ron  Beam Probe) I 
None 
None 
None 
None 
None 

P 

T i p r  2,000 

2,000 

None 
None 
None 

Ig ,  <1, C and L 

FS-85 

2300 
2400 

1101 1 
8 1  

128 1 

81  

T - 1 1 1  2200 I 2300 
2400 

None 
None 

Ig ,  <1, C and L 

T-222 1800 
2200 1 2400 

None 

Ig ,  3 , W e L  

- - - -  -1 
R, F(K2Ta4011W03, by X-ray d i f f r a c t i o n )  
R, Z, F(K2Ta4011W03, by X-ray d i f f r a c t i o n )  

aCorros ion  r e s u l t s  a r e  p re sen ted  i n  t h e  fo l lowing  order :  (1) Type: I g ,  i n t e r g r a n u l a r ;  s o l . ,  
s o l u t i o n .  ( 2 )  Maximum dep th  i n  m i l s .  ( 3 )  Location: C, vapor condensa t ion  reg ion;  L, l i q u i d  
pool;  B, r e g i o n  between C and L; W, weld. Note t h a t  normal capsu le  t e s t  p o s i t i o n  was wi th  weld 
i n  r e g i o n  C .  Some tes ts  were run  w i t h  capsu le  inve r t ed ,  i nv . ,  so t h a t  weld was i n  r eg ion  L .  

a c c e l e r a t e d  g r a i n  growth, mainly I n  r eg ion  C; P, p a r t i a l  r e c r y s t a l l i z a t i o n ;  R, complete r e c r y s t a l  
l i z a t i o n ;  Z, zone a t  i n n e r  edge, mainly i n  reg ion  C, d e f i c i e n t  i n  second-phase p r e c i p i t a t e s .  

bThe fo l lowing  code is used: D, c r y s t a l l i n e  depos i t  a t  r eg ion  B; F, f i l m  mainly i n  r eg ion  B; G, 

c apsu le  of p a i r  t e s t e d  f o r  stress co r ros ion  e f f e c t s .  

dLarge capsule :  

e p e n e t r a t i o n  was i n  one h i g h l y  l o c a l i z e d  area of bottom corner ;  no o t h e r  p e n e t r a t i o n  was found. 

11 inches  by 1 .0 - inch  d iameter  by 0.08-inch w a l l .  The i n i t i a l  oxygen content  of 
t h e  Nb-1Zr capsu le  was ( 5 0  ppm. 

0 
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#- 

Heat 

1 

2 

3 

I d  

T e s t  t i m e ,  Corrosion %?A, Zrth ,  $ 
I 

Case 1 Case 2 
( a )  4'0 h 

1000 Sol., 3.5, C 0.02 0 .12  0.04 

2000 S o l . ,  1, C 0.05 0 .12  0.03 

2000 None 0.19 0.18 0.05 

TABLE 111. - CORROSION AND Z r  CONTENT OF 

B-33 ALLOYS AT 2200° F 



Figure 1. - Comparison of ungettered (SCb-291) and gettered (13-85) niobium-base alloys 
tested at 2200" F. 

0.010'' * H 

4000 hours 

Figure 2. - Comparison on ungettered (Ta-1OW) and gettered (T-111) tantalum-base alloys tested 
at 2200' F. 
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Figure 3. - Test for stress corrosion i n  niobium alloy D-43 at 2300" F 
for loo0 hours. 

Figure 4. - Post-test view of Nb-1Zr tube-in-tube boiler 
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